Ei =10.739 keV Cryst 1-2 Cryst 1-2-3
Cryst 1 Cryst23 @©B2 AE IRdGJE FOM AE IRdGJE  FOM
[°] [meV] [purad meV] [meV] [prad meV]

Si(1,1,1) Si(1,1,1)  10.61 1017.21 11368.608  11.18 413675 971291 2.35
Si(1,1,1) Si(0,2,2) 17.5 591.87  6305.916  10.65 404.842  3787.4 9.36
Si(1,1,1) Si(1,1,3)  20.64 407.21  2984.707 7.33 173516  1036.26 5.97
Si(1,1,1) Si(0,04)  25.16 34261  2812.359 8.21 152.302  1051.77 6.91
Si(1,1,1) Si(1,3,3) 27.6 28951  1507.918 5.21 85.215 366.79 43
Si(1,1,1) Si(22,4)  31.38 25519  1649.251 6.46 89.366 479.73 5.37
Si(1,1,1) Si(1,1,5) 3352 228.37  924.352 4.05 52.232 167.97 3.22
Si(1,1,1) Si(0,44)  36.96 204.94  1083.558 5.29 58.61 257.25 439
Si(1,1,1) Si(1,3,5)  38.96 186 618.889 3.33 35.748 85.26 2.39
Si(1,1,1) Si(0,2,6)  42.24 16843  759.729 451 40.599 154.32 38
Si(1,1,1) Si(33,5)  44.19 15431  436.574 2.83 27.792 51.12 1.84
Si(1,1,1) Si(4,44)  47.43 139.71  554.964 3.97 30.379 92.69 3.05
Si(1,1,1) Si(1,1,7)  49.38 128.04  319.378 2.49 85.957 35.01 0.41
Si(1,1,1) Si(2,4,6)  52.69 11551  416.399 36 23.096 61.4 2.66
Si(1,1,1) Si(1,3,7) 5473 10551  240.006 2.27 70.18 26.36 0.38
Si(1,1,1) Si(3,55) 5473 10551  240.006 2.27 70.18 26.36 0.38
Si(1,1,1) Si(0,08)  58.25 93.67 320.44 3.42 18.298 44,33 2.42
Si(1,1,1) Si(3,37)  60.46 84.69 183.898 2.17 56.136 18.86 0.34
Si(1,1,1) Si(0,6,6)  64.41 72.81 250.985 3.45 14.602 34.86 2.39
Si(1,1,1) Si(1,5,7) 67 63.6 143.398 2.25 182.608 14.23 0.08
Si(1,1,1) Si(5,5,5) 67 63.6 143.398 2.25 182.609 14.23 0.08
Si(1,1,1) Si(0,48)  71.93 50.42 199.867 3.96 182.383 32.37 0.18
Si(1,1,1) Si(1,19) 7555 39.22 113.502 2.89 116.267 12.71 0.11
Si(1,1,1) Si(4,6,6)  85.62 17.32 161.554 9.33 10.475 68.44 6.53
Dia(1,1,1)  Si(1,1,1)  10.61 620.38 7018549  11.31 4779.57  6356.71 1.33
Dia(1,1,1)  Si(0,2,2) 17.5 41581  4651.613  11.19 392.069  4015.67 10.24
Dia(1,1,1)  Si(1,1,3)  20.64 296.33  2359.041 7.96 173.893 11309 6.5
Dia(1,1,1)  Si(0,04)  25.16 261.28  2314.079 8.86 151.667  1168.37 7.7
Dia(1,1,1)  Si(1,3.3) 27.6 223.7 1270548 5.68 84.966 400.64 4.72
Dia(1,1,1)  Si(224)  31.38 20258  1419.373 7.01 89.975 523.24 5.82
Dia(1,1,1)  Si(1,15) 3352 18259  802.751 4.4 51.834 181.28 35
Dia(1,1,1)  Si(0,44)  36.96 167.58  960.204 5.73 58.138 283.02 4.87
Dia(1,1,1)  Si(1,3,5)  38.96 157.24  551.696 3.51 35.717 94.19 2.64
Dia(1,1,1)  Si(0,26) 4224 142,62  684.186 48 40.965 164.66 4.02
Dia(1,1,1)  Si(3,35)  44.19 134.4 397.358 2.96 448,912 56.44 0.13
Dia(1,1,1)  Si(444) 4743 121.96 509.35 418 417.272  100.49 0.24
Dia(1,1,1)  Si(1,1,7)  49.38 115.05 294.96 2.56 161.352 38.59 0.24
Dia(1,1,1)  Si(24,6)  52.69 103.14  388.458 3.77 341.035 67.11 0.2
Dia(1,1,1)  Si(1,37) 5473 97.54 225.258 2.31 302.09 26.65 0.09
Dia(1,1,1)  Si(355) 5473 97.54 225.258 2.31 302.091 26.65 0.09
Dia(1,1,1)  Si(0,08)  58.25 85.28 302.549 3.55 335.121 47.8 0.14
Dia(1,1,1)  Si(33,7)  60.46 79.63 174.841 2.2 290.49 20.02 0.07
Dia(1,1,1)  Si(0,6,6)  64.41 67.09 240.2 3.58 14.551 37.32 2.56
Dia(1,1,1)  Si(1,57) 67 60.91 138.058 2.27 42.492 15.22 0.36
Dia(1,1,1)  Si(55,5) 67 60.91 138.058 2.27 42.492 15.22 0.36
Dia(1,1,1)  Si(0,48)  71.93 46.55 193.794 4.16 11.861 35.53 3
Dia(1,1,1)  Si(1,1,9) 7555 37.18 110.657 2.98 7.713 14.4 1.87
Dia(1,1,1)  Si(4,6,6)  85.62 16.54 160.251 9.69 10.41 74.71 7.18




